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DONGGUAN SHI QI LONG ELECTRICITY CO.,LTD.

YE WU INDUSTRIAL AREA MEI LING DA LING SHAN TOWN DONGGUAN 

CHINA.

This report is to supersede test report CANEC1701631610.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC environmental 

protection materials.

SGS Job No. : CP17-004159 - GZ.

Client Ref. Info. :. Used for Natre transparent, white, black, yellow, grey, blue, green, red, brown, 

purple, golden, silver, silver grey, orange, pearl color mixture.

Date of Sample Received :. 08 Feb 2017.

Testing Period :. 08 Feb 2017 - 17 Feb 2017.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Almay Gao.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN17-016316.009 Black sheet.

Remarks :.

(1) 1 mg/kg = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

Nonyl Phenol (NP).

Test Method :. With reference to US EPA Method 3550C:2007, analysis was performed by LC-MS..

Test Item(s). Unit. MDL. 009.

Nonylphenol(NP). mg/kg. 10 ND

Notes :.

(1) NP and NPEO Reference Information: Entry 46 of Regulation (EC) No 552/2009 amending Annex 

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2003/53/EC): Shall 

not be placed on the market, or used, as substances or in mixtures in concentrations equal to or greater 

than 0,1 % by weight for industrial and institutional cleaning, domestic cleaning, textiles and leather 

processing, emulsifier in agricultural teat dips, metal working, manufacturing of pulp and paper, cosmetic 

products, other personal care products and co-formulants in pesticides and biocides. Please refer to 

Regulation (EC) No 552/2009 to get more detail information.

(2)  Confirmation was conducted by GC-MS where necessary..
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Sample photo:.

CANEC1701631619  A01

CAN17-016316.009.

SGS authenticate the photo on original report only.

*** End of Report ***.
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